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ADDENDUM #3

REQUEST FOR PROPOSALS (RFP)
NO. 2024-011

Effective: May 17, 2024

Solicitation Title: Activity Center Gymnasium Polyurethane Floor Replacement
Issued By: City of Gaithersburg

Procurement Division
31 S Summit Avenue
Gaithersburg, Maryland 20877

The purpose of this Addendum is to provide TCLP (Toxicity Characteristic Leaching Procedure) test 
results of floor samples tested for the concentration of Mercury.

The Offeror is required to implement EPA and other applicable standards and guidelines while 
removing and disposing of the existing floor system. 

The new floor system and associated products shall not contain any hazardous chemicals. The 
contractor must provide manufacturer certification confirming their products are free of hazardous 
chemicals or lower than allowable levels as defined by the Environmental Protection Agency (EPA), 
Occupational Safety and Health Administration (OSHA), and Maryland Occupational Safety and 
Health (MOSH). 

The lab test result is attached and made part of this Addendum. 

~END OF ADDENDUM ~



Analysis Report

Key Environmental & Safety 05/10/2024

05/14/2024

39-4880

05/15/2024

24-05-01610

7469 Whitepine Rd

Telephone: 800.347.4010

Richmond, VA 23237

Environmental Hazards Services, L.L.C.

Client:

Laboratory Results

Received Date:

Fax Number:

Reported Date:

Project/Test Address:

Client Number:

Analyzed Date:

Report Number:

REC Center; 506 S Frederick Ave; Gaithersburg, MD
20877

P.O. Box 295
Quarryville, PA 17566

717-284-5244

TCLP Metals

Lab Sample Number:

Client Sample Number:

Sample Description:

Sample Weight (g):

24-05-01610-001

582401

Analyte Result
(mg/L)

Reporting Limit
(mg/L)

Narrative ID

47

Rubber

Mercury (Hg) 0.012 0.0010

Tasha Eaddy

QA/QC Clerk

Analyst: Max Dichek

Reviewed By Authorized Signatory:

Methods: Mercury (Hg): EPA SW846 1311/7470A

All other metals: EPA SW846 1311/3010A/6010D

Method EPA SW846 1311 recommends 100g for analysis.

The condition of the samples analyzed was acceptable upon receipt per laboratory protocol unless otherwise noted on this report.  All internal

quality control requirements associated with the batch were met, unless otherwise noted.  Results represent the analysis of samples

submitted by the client. Sample location, description, area, volume, etc., was provided by the client. This report cannot be used by the client to

claim product endorsement by NVLAP or any agency of the U.S. Government. This report shall not be reproduced except in full, without the

written consent of the Environmental Hazards Service, L.L.C. NY ELAP #11714.

Legend         g = gram           ppm = parts per million              mg/L = milligrams per liter
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Rev 1.0 (Revised On: 05/15/2024): Changed project address per client request.
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